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Procedure: 

1. Add Phase A to the main vessel and begin mixing. 

2. Add Phase B one by one to the main vessel and mix until uniform and 

homogenous. 

Claims are suggested for informa�onal purposes and not validated by the Company. Customers bear the ul�mate responsibility 
for valida�ng claims and ensuring they are compliant with laws and regula�ons applicable to the customer’s finished product. 


